
This preliminary data  shows  that  the  surface  is being  smoothened.   

Figure  3.  (3D profile  of painted surface  before  Toughguard treatment)   

Figure  4.  (3D profile  of painted surface  after Toughguard treatment)   

The same painted surface with a single application of ToughGuard. Average 
thickness was measured at 116nm. 

Average thickness prior to treatment was 132nm 




